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Technical data

Categories No: TNS

Name: Purified Single-walled carbon nanotubes (SWCNTs)

Purity:>90%

Diameter:1-2nm

Length：5-30um

SSA：>380m2/g [SSA=Specific Surface Area]

Color: Black

Making method：CVD
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Testing pictures

Transmission Electron Microscopy (TEM)

Scanning Electron Microscopy (SEM)
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(HRTEM)

 

Raman Spectrum of SWCNTs
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(XPS)

X-ray diffraction pattern
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Components Contents (%)

Co 0.38

Mo 0.32

Mg 0.61

O 2.36

XPS


